SLIPSTOP AUSTRALIA PTY LTD
Unit 3/5 Clerke Place

KURMELL N3W 2231

AUSTRALLA

ABM: 46 093 754 691

T. 61-2 9668-8389

F. 61-2 9668-8206

240817a

ment of New Pedestrian Surfaces: AS4586:2013 Appendix A Table 2

Clien Tiles - 17 Everley Rd, Chester Hill NSW 2162

Test Date: Temperature: 19 deg c.

Test Conducted 13 Appendix A Table 2 Conducted by: Steve Stojcevski

Test Method: Test Device: Wessex S/N - SK1380
Surface: Rubber Slider Used: Slider 96 (4 S5 Rubber)

Slider Preparation: de P400 followed by wet lapping paper
Test Location:

Surface Preparation:

Surface Application:

Tested Area:

Erﬁﬁrcr::;n Location Condition GFE;;EH'[ Directio est M?Q{%F'N
1 Loose Tile As Found =2.0 b2
p Loose Tile As Found =20 b2
3 Loose Tile As Found <2
4 Loose Tile As Found <2
h Loose Tile As Found =2 0
Mean BPN Slip Resistance V

Interpretation of the Wet Pendulum Results The AS 4586 standard provi
Classification of pedestrian for use, we recommend that thi
surface materials according to the | Mean BPN with AS 4586 & Handbook HB 198
AS 4586 HB 1983 for requirements of sloped

Pq =54 results in this test do not account fo
P4 45-54 contamination or maintenance of this
P3 35-44 Australia Pty Ltd or our agents, licencees or
= 2534 no responsibility for any actions whatsoever
=F r 1224 as a result of this test report, all information with
=Ty =17 is copyright & is protected by copyright la

Approved Signatory:  Steve Stojcevski
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