Test Conducted to:

Test Method:

Surface:

Slider Preparation:
Test Location:
Surface Preparation:

Surface Application:

GRIPTEK ANTI-SLIP SOLUTIONS PTY LTD
26a Production Avenue

Kogarah NSW 2217

AUSTRALIA

36:2013 Appendix A

ABN: 13 522 802 797
T.1300 01 GRIP
E. info@griptek.com.au

Pedestrian Surfaces: AS4586:2013 Appendix A

DW Tiles Pty Ltd - 17 Everley Road, Chester Hill NSW 2162

Temperature: 26 degc.
Conducted by: Sebastian Silva
Test Device: Munro S/N - 1509

Rubber Slider Used: Slider 96 (4 S Rubber)

Sratle P400 followed by pink lapping paper wet

Tested Area:
Sﬁ:m:rn Location Condition Gm;: ot Direction of Test E:f:i':g
1 Loose Sample As Found =20 32
2 Loose Sample As Found <20 [N 3z
3 Loose Sample As Found <2.0 3
4 Loose Sample As Found 33
5 Loose Sample As Found N/A 3z

Mean BPN Slip Resistance Value#SRV[ 32 |

Interpretation of the Wet Pendulum Results

Classification of pedestrian surface| Mean BPN
materials according to the AS 4586
PS5 >54
P4 45-54
P3 35-44
P2 25-34
P1 12-24
PO <12

Approved Signatory:  Michael Holt
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